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AESTRACT 

a g e  i 

The charged par t ic le  intensi ty  and energy dis t r ibut ion a t  the 
heart of the inner and outer Van Allen be l t s  i s  compared with the 
experimentally determined radiation sens i t iv i ty  of s i l icon solar  ce l l s .  
Ehergy dependence of the radiation damage and solar c e l l  character is t ics  
i s  included i n  the l ifetime estimate of spacecraft solar ce l l s .  Use  

of charged par t ic le  range energy relations and the d i f fe ren t ia l  in tens i ty  
of the V a n  Allen radiation resul ts  i n  an estimated effectiveness of 
th in  protective shields. Comparative advantages of th in  shields, 
advanced c e l l  designs, solar efficiency, and solar  c e l l  system over- 
design are discussed with respect t o  radiation resistance of spacecraft 
power supplies. 
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I. INTRODUCTION 

Bands of energetic charged par t ic les  near the ear th  were discovered 
i n  ear ly  satellite experiments. Additional spacecraft experiments, per- 

formed i n  the last f e w  years, have ident i f ied the major features of the 

Van Allen be l t s  and have provided evidence of the charged par t ic le  inten- 
s i t y  associated with solar  f la res  i n  regions beyond the bands of mgnet i -  
ca l ly  trapped par t ic les .  
severe aspects of the space environment fo r  many spacecraft cmponents. 
Solar ce l l s ,  because of their sens i t iv i ty  t o  radiation damage and wide- 

spread use i n  spacecraft, have been studied more extensively with regard 
t o  radiation damage than most spacecraft components. 
the resu l t s  of many of these studies and analyzes the protection provided 
by th in  shields i n  order t o  obtain estimates of the r a t e  of deterioration 
of s i l icon solar  c e l l s  i n  earth orbits.  

The hard radiation i s  probably one of the most 

This p p e r  summarizes 

The flux and energy of charged pa r t i c l e s  i n  the Van Allen bands 
have been measured a t  mny a l t i tudes  and la t i tudes .  
Van Allen belts are observed, both centered about the geomagnetic equator. 
The inner bel t  contains protons and electrons and the outer belt  contains 
electrons. We have taken the resu l t s  of Naugle'sl survey as the environ- 
mental basis fo r  our calculations. 
belt, the inner belt electrons have been neglected. 
(d = 2 x lo4 p/cm2 - sec f o r  E >40 Mev, has been extrapolated t o  5 Mev 
according t o  Naugle's energy dependence. 
the proton spectrum a t  5 Mev, i n  the absence of detailed information a t  
low proton energies. Be electron intensity,  = 1 x 10 e/cm2 - sec fo r  
E>200 kev, has been extrapolated according t o  Naugle's energy dependence. 
The low energy l i m i t  for electrons i s  not c r i t i c a l  because this  case 
becomes damage limited a t  150 kev. 

In general, two 

Because protons dominate the inner 
The proton intensity,  

We have a r b i t r a r i l y  terminated 

8 

In order t o  avoid the problems of a l t i t ude  and la t i tude  dependence 
of the par t ic le  in tens i ty  and energy distribution, two cases have been 
considered: 
exposure t o  the outer be l t  electrons. 
c i rcu lar  orb i t s  a t  the geomagnetic equator a t  a l t i t udes  of about 3600 km 

and 16,000 km, respectively. 

continuous exposure t o  the inner b e l t  protons and continuous 
These conditions are equivalent t o  

These orb i t s  a re  the most severe with respect 

'5. E. Naugle, Nucleonics, Page 89, April, 1961 
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t o  radiation damage, and most s a t e l l i t e s  will experience only cyclic 
exposure t o  the charged particle be l t s  because of the i r  inclination 
and e l l i p t i c i t y .  
be appropriately reduced fo r  orbi ts  i n  which the exposure i s  l e s s  severe. 

The lifetime estimates presented i n  this paper shwld 

11, RADIATION EFFECTS IN SOLAR CEZLS 

The e f fec t  of charged particle radiation on semiconductor devices 
has received considerable attention i n  recent years. 
in te res t  here are the effects of electrons and protons on solar ce l l s .  
Recent experiments2 demonstrate that energetic protons s e r i  ously degrade 
the e lec t r ica l  characteristics of solar ce l l s .  
current-voltage characteristics as a function of integrated 740 MeV 
proton'flux i s  shown i n  Figure 1 fo r  typical p on n gridded s i l icon 

O f  particular 

The degradation of 

solar ce l l s .  As is  evident in the figure, the short  c i r cu i t  current 
typically degrades more rapidly than the open c i rcu i t  voltage while the 
degradation i n  power output, although dependent on loading, closely fol-  
lows the short c i rcu i t  current degradation. The short c i r cu i t  current 
degmdation, Figure 2, is typical of ccnmnercial cella; the spread i n  
degradation between ce l l s  with the same characterist ics is l e s s  than 5 
per cent. The dependence upon c e l l  parameters i s  discussed la te r .  After 
the knee of the curve has been exceeded, the short c i rcu i t  current degra- 
dation depends upon the logarithim of the integrated flux. Use of dif- 

ferent illumination spectra affects  only the degradation rate ,  i .e. ,  the 
slope of the curve; whereas, the l i nea r i ty  of the degradation with the 
logarithim of the integrated flux i s  independent of the illumination 
spectrum. 
c e l l  spectral  response characterist ics show that the long wavelength 
response of the ce l l s  i s  preferentially reduced. 
a r e  obtained with electron irradiation. These data, i .e., logarithmic 
dependence of short  c i rcu i t  current degradation on integrated proton 
flux and rapid degradation of long wavelength spectral response, indicate 
that the primaryefict  of the radiation damage i s  the reduction of the 
minority car r ie r  lifetime i n  the base, or parent, material of the solar 
ce l l .  Present understanding of defect mechanisms in  semiconductors 
implies that th is  reduction i n  minority car r ie r  lifetime and corresponding 
diffusion length i s  primarily due t o  theintroduction of recombination 

In addition, measurements of pre and post-irradiation solar 

Similar rela3ionships 

2J. M. Denney, R. G. Doming, STL Report 8987-0001-RU-000, 15 September 
1961 (Final Report, NASA Contract NAS 5-613) 
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centers by the point defects produced through scattering processes. 

The short c i r cu i t  current of a solar c e l l  can be expressed as a 

f’unction of incident energy spectrum, solid state device parameters, 
and optics1 dispersion c b r a c t e r i s t i c s  through a complete solution of 

the diffusion equation with appropriate boundary conditions fo r  each 
contributing region. 
solar c e l l  geometry (Figure 3) and the high infrared component of the 
source produce a short c i rcui t  current output which consists primarily 
of diffusion limited base current. 
mation fo r  short c i r cu i t  current can be obtained by solution of the 
diffusion equation for  the base region only, thus greatly simplifying 

the required assumptions and calculations. 
solution for  the short c i rcui t  current density produced i n  the base 

region by 2800’K tungsten illumination i s  

If a 280OoK tungsten spectrum i s  used as a source, 

For these conditions, a good approxi- 

The result ing general 

-X X D  
(%D-S)e E + S cosh + sinh - df (1) 

2 2  X D X 
CCL -1 S sinh + cosh z ]  

where e i s  electronic charge, # (A)  i s  2800°K tungsten spectrum, oc is  

optical  absorption coefficient, L i s  minority car r ie r  diffusion length, 
D i s  diffusion constant, S i s  surface recombination velocity, X i s  width 

of base region, and i s  wavelength. 

Since typical solar ce l l s  are made from parent material of the 
order of 0.015 inch t o  0.020 inch thick, and typical minority carr ier  
diffusion lengths are of the order of 50 t o  100 microns, the quantity 
X/L i s  of the order of 10. Quation (1) then reduces t o  

-J = e # (A) = L  
U L  + 1 

The optical  absorption coefficient,oc, is  a strong function of 
wavelength i n  the region of in te res t  ( h =  0 . 4 ~  t o  1.1~ ). 
i s  expressed i n  integral  form Over the region of in te res t  as 

Equation (2) 

I r 

where the sign of J is  indicative only of the direction of current flow. 
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If the f’unction @=(A) is expl ic i t ly  expressed, Equation ( 3 )  can 
be integrated t o  yield the functional dependence of short  c i r cu i t  current 
density on minority ca r r i e r  diffusion length for  the given illumination 
s p e c t m .  
function subject t o  the experimental inaccuracies normally associated 
with rapidly varying empirical functions of this typeo 

solution, therefore, i s  the numerical integration of Equation ( 3 )  using 
published values of opt ical  absorption coefficients3 i n  place of an 
exp l i c i t  f’unction = ( A ) .  

summarized by an approximate relationship: 

The fimctionac ( A ) >  however, i s  an experimentally determined 

An al ternat ive 

The r e su l t s  of the numerical integration are  

J log L 

It i s  seen that, within the limits of the assumptions used for  this par- 
t i cu l a r  case of interest ,  the short c i r cu i t  current density i s  l inear ly  
proportional t o  the log of the minority car r ie r  diffusion length. This 

r e su l t  i s  en t i re ly  consistent with the observed behavior of solar c e l l s  
under 740 MeV and 450 Mev proton bombardment as previously presented. 

In order t o  obtain a more direct  experimental ver i f icat ion of this 

relationship, a series of solar  c e l l s  were subjected t o  1 MeV electron 
bombardment i n  a Van de Graaff accelerator w h i l e  simultaneous measurements 
of short  c i r cu i t  current and minority car r ie r  diffusion lengths were 
obtained. B e  short c i rcu i t  current was measured as a f’unction of inte-  
grated flux by standard techniques using a 2800°K tungsten spectrum. 
The corresponding minority carrier diffusion lengths were determined 
through electron illumination with the accelerator. The resul ts ,  e.g,, 
Figure 4 for  a typical p on n s i l icon solar ce l l ,  conclusively show that 

the relationship presented in  Equation (4) i s  a val id  first order approxi- 
mation relat ing radiation W g e  t o  minority car r ie r  diffusion length. 
!The normalization constant for the curve log L/log Lo has been omitted 

fo r  c l a r i t y  since the importance of the data l i e  primarily i n  the c m -  

parison of slopes. 
that’ the function oc ( A )  is independent of radiation damage appears val id  
f o r  the range of defect densities encountered here. 

’R. Braunstein, A. R. Moore, and F. Herman, Physical Review, -, 109 695, 

The assumption used i n  the numerical integration 

(1958) 
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The use of 1 MeV electrons t o  produce radiation e f fec ts  i s  con- 
venient i n  that a homogeneous density of defects within the active 
volume of the solar c e l l  i s  produced. For this case, it has been shown 
that application of simple displacement theory i s  re la t ive ly  consistent 
with experimental resul ts .  For example, the reduction of minority 
ca r r i e r  l ifetime i n  semiconductor crystals  through the action of defects 
as recambination centers under electron bombardment has been shown t o  
follow the general relationship: 

1 1  + k $  
- 0 2 -  

70 

w h e r e  7 i s  minority car r ie r  lifetime and 4 i s  integrated electron flux. 
Examination of the data obtained for  solar c e l l s  under electron bcanbard- 

ment (Figure 4) indicates a r e l a t i o n s h i p  of the form: 

( 5 )  

L 
0 

which is  consistent with the previously reported data, 

In s q r y ,  the resul ts  of the theoret ical  analysis and the experi- 
mental observations are self-consistent. The evident conclusion, therefore, 
i s  that solar c e l l  degradation during i r rad ia t ion  i s  primarily due t o  
the reduction of minority carr ier  diffusion length through defect produced 
recombination centers. 

111. PROIXTCTION OF POINT DEFECTS 

Because point defects are i n i t i a l l y  produced by Rutherford scat ter-  
ing, the process i s  energy dependent. Also, since a l l  of the experimental 
evidence considered here has been obtained a t  room temperature, the mobility 
of point defects implies that  clustering or chemical trapping of the defects 
has occurred. 
experiments2 have shown that the ra te  of defect production follows a modi -  

f ied Rutherford scattering equation: 

For protons in  the range 1 Mev up t o  at  least 50 MeV, the 

rn 

U 

where Ed i s  the t o t a l  displacement cross section including progeny defect 
production, E i s  the proton energy, Tm i s  the maximum knock-on energy, 
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and Td i s  the displacement energy (Si = 12.5 ev). 
the c lass ica l  Rutherford equation which p r e d i c t s  a 1 /E  energy dependence 
i s  necessary i n  order t o  account fo r  the increased defect production by 
the knock-on atom; this defect production increases slowly with the 

incident proton energy, 

The modification D f  

Abwe about 50 MeV, an additional damage mechanism becomes effective.  
Experiments4 have shown that the damage produced a t  400 Mev t o  740 MeV 
i s  considerably higher than predicted by Equation (7). This increased 
damage effectiveness of high energy protons i s  mainly due t o  ine las t ic  
nuclear reactions. 
ine las t ic  damage production mechanism. 
spallation contribution t o  point defect formation can be described as 
follows: 
prompt emission of a small number of protons and neutrons; the excited 
residual nucleus then emits additional delayed nucleons i n  returning t o  
i t s  ground s ta te .  
direction because of momentum transfer  during the emission of the prompt 

prongs. 
ine las t ic  nuclear reaction. Estimates based on Monte Carlo calculations 
lead t o  an equation of the type: 

Nuclear spallation i s  presumed t o  be the primary 
The model chosen t o  describe the 

the energetic proton penetrating the s i l icon nucleus causes the 

The residual,recoil nucleus i s  scattered i n  the forward 

A number of d i f f icu l t ies  resu l t  from attempts t o  analyze this 
5 

- 
- -E* (n-l)B Tout - Tin 

Average values for  the excitation energy (E*) and the number (n) of prompt 

prongs can be inserted i n  Equation (8) i n  order t o  estimate the average 
kinet ic  energy (Tout) of the praupt prongs for  a given incident proton 

energy (Tin). 
con nucleus: ~ z 8 - 9  Mev.) Conservation of momentum among the incident 
proton, outgoing prongs, and the recoi l  nucleus gives an estimate of the 
energy of the recoi l  nucleus. 
recoi l  i s  the most significant contributor t o  defect production. It 

should be recowized, however, that this model and analysis are quite 
crude. 
t o  740 MeV i s  about 10 times larger  than obtained fram Rutherford scat- 

( B  i s  the average binding energy of a nucleon i n  the s i l i -  

This estimate indicates that the nuclear 

The resu l t s  indicate that damage production a t  400 Mev t o  

'J. M. Denney, R. G. Downing, and A. Grenall, ARS &ogress i n  Astronautics 

'Ne Metropolis, R. Bivins, M. Storm, A. mrkevich, J. Miller, and G. 
and Rocketry, 3, 363, (1961) 

Friedlander, Physical Review, 110, 185, (1958); ibid. Physical Review, 
-9 110 204, (1958) 
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b r i n g  a t  these energies. One evidence of the inaccuracy of the spal- 
l a t i on  model i s  that it predicts increasing damage effectiveness with 

increasing energy i n  th i s  range, whereas this energy dependence has 

not been observed. 

In order t o  formulate the energy dependence of proton radiation 

damage, the analysis has been comprmised i n  favor of the experimental 
2 resu l t s .  

rate which i s  independent of proton energy. 
lower proton energies, experiments have shown that damage production 
r a t e  follows the modified Rutherford equation. 
two observations i n  Figure 5,  drawing intersecting straight l i nes ,  The 

r e su l t  indicates that the drunage decreases with increasing proton energy 

up t o  75 Mev and i s  independent of proton energy above 75 MeV. Figure 5 
is w e l l  supported by experimental results a t  20 Mev and below and i n  
the range 400 MeV t o  740 Mev. 
50 MeV t o  300 MeV i s  extremely uncertain. 
mation i n  t h i s  energy range. 

Ekperiments at 400 Mev t o  740 Mev show a damage production 

On the other hand, at  

We have combined these 

The exact energy dependence fn the range 
Figure 5 i s  a crude approxi- 

Below about 1 Mev, radiation damage i n  solar c e l l s  becomes limited 

by the decreasing range of the proton. Radiation damage a t  very l o w  
proton energies has not been investigated; we have a r b i t r a r i l y  ter- 
minated the analysis a t  1 Mev. 

Electrons create point defects i n  s i l icon almost exclusively 
through the mechanism of r e l a t i v i s t i c  Coulomb scattering; also, because 
of the large mass difference between the electron and s i l icon nucleus, 
an inef f ic ien t  momentum transfer  resul ts .  The energy required t o  dis- 

place the s i l icon atm has been found t o  be about 12.5 ev, which requires 
an incident electron of 145 kev or greater. The r e l a t i v i s t i c  Rutherford 
equation describing the damage cross section fo r  electrons which can 

produce s i l icon knock-ons above the displacement energy i s  

whererd i s  the atomic displacement cross section; 2 is  the atomic number 
(Si = 14); e, m, and v are  the electronic charge, mass, and velocity, 
respectively; #?is v/c (c i s  the velocity of l ight);  t r2  is l/l--; Td 

i s  the displacement energy (Si  = 12.5 ev); and Tm is the  maximum knock-on 
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Figure 5. Energy Dependence of Silicon Solar Cell 
Short Circuit Current for  Proton Bombardment 



energy. 
terms of the order of 2/137 are neglected.) 

(This equation i s  applicable t o  low atcanic number elements; 

6 Equation (9) has been shown t o  describe the energy dependence 
Si ight  modification mar the threshold of electron damage i n  si i icon. 

i s  necessary because of the decrease i n  effective range of the elec- 
tron. 
the r e l a t i v i s t i c  Rutherford energy dependence. 

Figure 6 has been constructed using experimental resu l t s  and 

Figures 5 and 6 present the energy dependence of the radiation 
damage i n  terms of the integrated flux required t o  produce a 25 per cent 
decrease i n  short c i r cu i t  current of a typical s i l i con  solar  ce l l .  This 

has been done i n  order t o  avoid quantitative d i f f i cu l t i e s  i n  re la t ing 
defect densit ies t o  the change i n  short c i r cu i t  current. 'Ihe ordinate 
i n  both figures can be suitably modified fo r  more radiation resis tant  
c e l l s  or t o  yield defect density. 

IV. EFFECT OF SHIELDING 

The ra te  a t  which damage is  produced i n  spacecraft solar  ce l l s  
can be determined as a function of the charged par t ic le  energy by multi- 
plying the d i f f e ren t i a l  charged par t ic le  intehsi ty  by the energy depen- 
dent damage rate (Figures 5 and 6) and integrating Over t o t a l  energy 
dis t r ibut ion of the charged par t ic les .  Obviously, the par t ic le  intensi ty  
and energy dis t r ibut ion depends upon the spacecraft orbi t .  A mult ipl ic i ty  
of resu l t s  i s  possible. We have considered two cases: (1)continuous 
exposure a t  the heart  of the inner belt  and (2) continuous exposure a t  
the heart of the outer belt .  

charged par t ic les  i n  each region has been estimated by Naugle 
a var ie ty  of satellite experiments. 
depend direct ly  upon the flux and energy dis t r ibut ion we have assumed; 
our re su l t s  should be modified apprapriately as additional information 
on the V a n  Allen belts becmes available. %se calculations do not 
include the isotropic geometry correction or the e f fec ts  of energy 
straggling in  the shields. 

The flux and energy dis t r ibut ion of the 
1 based on 

The resu l t s  of our calculations 

The time t o  produce 8 25 per cent change i n  output of a typical 
solar  c e l l  as a function of the integral  proton spectrum i n  the heart 
of the inner b e l t  is shown in  Figure 7. 'Ihe r e su l t s  shown i n  Figure 7 

~~ 

'R. G. Downing, ARS Progress i n  Astronautics and Rocketry, 3, 325, (1961) 
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are sensitive t o  the lower energy l i m i t  of the inner b e l t  protons. 
We have terminated the proton distribution a t  5 Mev, a rb i t ra r i ly ,  i n  
the absence of low energy data (curve 1, Figure 7) .  Thin shields 
(curve 2, Figure 7 ) ,  depending upon the low energy l i m i t ,  can increase 
the damage above that obtained with no shield. 

from the attenuation of the proton energy and the increased effective- 
ness of the lower energy protons. 
bably ex is t  below 5 Mev and the increase i n  damage w i t h  th in  shields 
may not actually occur i n  spacecraft. 

increased, considerable improvement resul ts  because of the elimination 
of high intensity, low energy protons. 

This effect  resu l t s  

However, low energy protons pro- 

As the shield thickness i s  

The effect  of shielding on solar ce l l s  exposed i n  the outer b e l t  
Figure 8 was constructed i n  a manner similar t o  i s  shown i n  Figure 8. 

Figure 7; the d i f fe ren t ia l  electron intensi ty  w a s  multiplied by the 
damage cross section and integrated with respect t o  energy. 
are  plotted a s  a function of the integral  electron energy distribution. 
The low energy termination of the electron spectrum i s  unimportant 
because the damage resu l t s  from electrons above 145 kev. 

The resul ts  

Figures 7 and 8 i l l u s t r a t e  the importance of shielding i n  reduc- 
The protection afforded by thin shields must be ing radiation damage. 

balanced against a number of factors, most of which are incmpletely 
known a t  this time. For example, system considerations should include 
the additional weight of shielding compared t o  the addition of more ce l l s  
with less shielding, the use of more e f f ic ien t  solar ce l l s  and the use 
of more radiation resis tant  cel ls ,  provided a sacr i f ice  i n  efficiency 
does not occur. The damage result ing from exposure t o  protons and the 

choice of shielding depends strongly upon the population of low energy 
protons. 
solar c e l l  data from tungsten illumination. 
change the ordinate on each figure by about a factor  of three for  most 
ce l l s .  
the particular ce l l .  

The resu l t s  shown in  Figures 7 and 8 have been obtained using 
Solar illumination w i l l  

This correction i s  dependent upon the spectral  sensi t ivi ty  of 

V. SHIELDING, RADIATION RESISTANCE, AND CELL IMPROVEMENT 

Exposure of solar ce l l s  continuously i n  the heart  of the inner or 
outer Van Allen belt produces radiation damage rapidly; about one-half 
day i n  the inner be l t  and about 10 days i n  the outer b e l t  degrades a 
typical c e l l  25 per cent (Figures 7 and 8, respectively, corrected t o  
solar spectrum i n  order t o  avoid the obvious misinterpretation). Similar 
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ef fec ts  can be expected from solar f la re  exposure, as w e l l ,  but a t  an 
appropriately reduced rate .  Most spacecraft o rb i t s  are not exclusively 
contained within the belts and operational l ifetimes are correspondingly 
increased above the minimums above. 
the estimates above: 
10 days 

8 of 50 per cent i n  a low al t i tude orbi t  i n  the first year . 

W t e d  spacecraft evidence supports 
Explorer VI suffered a 25 per cent loss  i n  about 

7 and uncertain telemetry from P a n s i t  2A showed a surprising loss  

Shielding ce l l s  and radiation sensitive ccanponents can increase 

Electron protection, because significantly the i r  operational l i f e .  
of the clearcut low energy limit, provides a def ini te  improvement (Figure 8). 
The degree of proton protection frm shields depends strongly on the low 
energy proton population; and, i n  some cases (Figure 7), the use of thin 
shields may increase the damage. 
provide protection from protons above about 100 MeV. 

it may be desirable t o  consider additional c e l l s  and power supply over- 
design i n  preference t o  shielding because of the logarithmic relation 
between power loss and t i m e  and because shields thicker than -020 inch 
are heavier than the c e l l s  they protect. 

Obviausly, no pract ical  shielding can 
In  many instances, 

Acquisition of radiation resistance a t  the expense of i n i t i a l  c e l l  
Since certain c e l l  types, efficiency has not been discussed adequately. 

e.g., n on p s i l icon and GaAs, tend t o  have lower conversion efficiencies, 
the increased "per cent of i n i t i a l "  radiation resistance may represent 
no absolute improvement i n  performance Over conventional ce l l s .  

Considerable improvement i n  solar c e l l  conversion efficiency and 
radiation resistance is  probable. 
resistance over older c e l l  types with no loss of i n i t i a l  efficiency has 

occurred recently. 
posed t o  20 MeV protons, 
free" s i l icon are superior to any other c e l l  type tested; i n  addition, 
the p on n ce l l s  have higher conversion efficiency than most n on p ce l l s .  
However, it i s  doubtful for  a number of reasons that the relat ive absence 
of oxygen i s  solely responsible for  the improvement. 
use of oxygen-free s i l icon seems t o  make n on p c e l l s  more radiation 
sensit ive.)  

A factor of 20 improvement i n  radiation 

Figure 9 shows a comparison of recent c e l l  types ex- 
Shallow diffused p on n ce l l s  made from "oxygen- 

(For example, the 
I 8  99 

The comparisons i n  Figure 9 are  not exhaustive; increased 

'J. M. bnney, ARS Energy Conversion fo r  Space Power, Progress i n  
Astronautics and Rocketry, - 3, 345, (1961) 

8Private Cuamunication, H,' B. Riblet, APL, John Hopkins University 
(July, 1961) 
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understanding of defect mechanisms in solar cells and the role of various 
impurities and imperfections can be expected to yield further improvement. 
Also, device design can significantly increase performance. In summary, 

radiation damage in solar cell power supplies will be a concern in many 
orbits, but cells with increased efficiency and radiation resistance can 
be anticipated. 


